No: SHF0801229

TEST REPORT

Name of Sample: .

92% Polyeste 8% Spandex Fabric
Applicant: Beta Textiles Co., Limited

6E, Fugang Mansion, N0.36 Renmin Road Zhangjiagang Jiangsu
Test Purpose: ENTRUST TEST
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TEST REPORT REPORT No: SHF0801229

NAME OF SAMPLE 92% Polyeste 8% Spandex Fabric TEST PURPOSE ENTRUST TEST
SPECIFICATION TRADEMARK
CLIENT Beta Textiles Co., Limited
MANUFACTURE
DATE SAMPLE RECERIVED  Jun. 05, 2008 SAMPLE QUANTITY 1

2008 06 05 pes
PRODUCTION DATE CODE / NUMBER
TESTING STANDARD AATCC147
TESTING PERIOD Jun. 05, 2008 TO Jun. 11, 2008

2008 06 05 2008 06 11

TEST CONTENT CIRCUMSTANCES ARE IN THE REPORT ATTACHMENT.
CONCLUSION Supply Real Measuring Data

CIRCUMSTANCES ARE IN THE REPORT ATTACHMENT

2008 06 11

REMARK

PREPARED AND CHECKED BY:
FOR INTERTEK TESTING SERVICES

LTD., SHANGHAI

RICHARD CHAI

FOOD LAB SUPERVISOR
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TO BE CONTINUED

AUTHORIZED BY:
FOR INTERTEK TESTING SERVICES
LTD., SHANGHAI

JOHN WANG
FOOD DIVISION MANAGER
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TEST REPORT REPORT No: SHF0801229

REPORT ATTACHMENT
TEST RESULT
Sample : 92% Polyeste 8% Spandex Fabric
TESTED SAMPLE STANDARD ANTIBACTERIAL ACTIVITY (AATCC-147) RESULT
AGAINST STAPHYLOCOCCUS AUREUS (ATCC6538) ACCEPTABLE
MARKED SURFACE
OF SAMPLE
AGAINST KLEBSIELLA PNEUMONIAE (ATCC4352) ACCEPTABLE

REMARK: WITH REFERENCE TO 2005 AMERICAN ASSOCIATION OF TEXTILE CHEMISTS AND
COLORISTS, TECHNICAL MANUAL, AATCC TEST METHOD 147-2004.

INCUBATION TEMPERATURE : 37

INCUBATION PERIOD : 24 HOURS

AGAR MEDIUM : NUTRIENT AGAR.

TEST SPECIMEN: 25x 50mm / RECTANGULAR / MARKEC SURTACE OF SUBMITTED SAMPLE.
SAMPLE RECEIVED CONDITION: SAMPLE IN CLOSED PLASTIC BAG.
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END OF REPORT
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